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BULLE:riN DESC!UPfiON 4' ,, POUNDS GALLO~~S 

?21 T_,ir~te~~t;~me 51 •. 00 ~--)r.r-, 

C.:::..;;.'·'u 

112 Wf:-:t:.tl ?02 Ta).c 25.76 1050 

045 Asbestos T1F10 /,. 91 200 

251 :~~tic a R· .. ~c i • C)J ;;oo 

Ti t:Jn.i.ur-. f'i·:mr:;nt 1.84 75 

\~'rojo<!l Clay_ L,.)O ·175 

]30 Pol:vvinyl Alcohol 1.1.7 60 

200 ·Keltose 2' . ·' 10 

2l5 !letho\:!el 228 .25 10 

453 Preservative .12 5 

164 Glyoxal 80% .30 12 

350 Monsanto KGR • JO 12 

436 Staram.ic 747 1.47 60 

454 Defc..amer HopCC' PD-1 .l? 5 

TOTAL 100.00 4074 

1 
~. Mixing time shall be 8 rainutes minimuN and 12 minutr_:s maximum. 

Tl.l-1 Viscosity, 100 gm cOne @ ~ sec 
?00 E;rE>....m to J 50 cc .,.,.,d~ .. :~r 

T!.~- )A Bor.d 

JO - 40 

Equal to Standard 
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PROL'JC'f EULLY.TIU 
DRYV.'l·.LL ACCESSC·lD~ 
PRODUCTS 

\'/ALL Tj:'Y.';_·u.::J.~ 

I "U' I [TI' I ·, '('' ' ,--~-- IJ L.; L. ! 1"! 1'\i..._): u-))U_~ · , 
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Ti'.l-1 

Tl-1-Ll 

TM-2 

TM-JA 

TM-17 

TM-18 

Tli-19 

TM-20 

TM-25 

TM-35 

'I'ivi~ ;9 

PRODUCING P;:.ANr: ~-r···-ci'J-JCELS: J-5)03 

s:sATTLE · I DA TE: ______ ;/_2_3_1_7_3 

Viscc ::ity, 100 tJ,i. cone @ ) sees 
200 cr1 to 150 cc wrter 

Viscosit;y, (mi:cil~g water of 110 cc/ 
100 t,:a) cps 

. pH (Corning meter) 

Indicator Paper 

-~pplic at ion 

Water 'lesistsnce (winutes) 

,<.ettlb,; ( inchas) 

Crec~:Lng 

Normal Application Consistency, cc 

Paintabilit;y TeBt. 

Wet Pub Test 

30-40 nn 

25,000- 35,000 

8.2 - 8.8 

7.0- 8.5 

Satisfactory 

Equal to- Standard 

2 ninimUtJ 

No cracks 

85-95 

Equal tu Stm:darn 

Equal to Star.d ard 

Equal tn Star.dard 
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